Open Access Article. Published on 03 May 2019. Downloaded on 9/16/2019 8:52:40 AM.
This article is licensed under a Creative Commons Attribution-NonCommercial 3.0 Unported Licence.

RSC Advances
View Article Online

PAPER

View Journal | View Issue

Cite this: RSC Adv., 2019, 9, 13677

Thermodynamic, structural and dynamic properties
of ionic liquids [C4mim][CF3COO], [C4mim][Br] in
the condensed phase, using molecular simulations†
Joel Sánchez-Badillo,a Marco Gallo,
and Jorge López-Lemusd

*b Ricardo A. Guirado-López

c

In this work a series of thermodynamic, structural, and dynamical properties for the 1-butyl-3methylimidazolium triﬂuoroacetate ([C4mim][CF3COO]) and 1-butyl-3-methylimidazolium bromide,
([C4mim][Br]) ionic liquids (ILs) were calculated using Non-polarizable Force Fields (FF), parameterized
using a methodology developed previously within the research group, for condensed phase applications.
Properties such as the Vapor-Liquid Equilibrium (VLE) curve, critical points (rc, Tc), Radial, Spatial and
Combined Distribution Functions and self-diﬀusion coeﬃcients were calculated using Equilibrium
Molecular Dynamics simulations (EMD); other properties such as shear viscosities and thermal
conductivities were calculated using Non-Equilibrium Molecular Dynamics simulations (NEMD). The
results obtained in this work indicated that the calculated critical points are comparable with those
available in the literature. The calculated structural information for these two ILs indicated that the
anions interact mainly with hydrogen atoms from both the imidazolium ring and the methyl chain; the
bromide anion displays twice the hydrogen coordination number than the oxygen atoms from the
triﬂuoroacetate anion. Furthermore, Non-Covalent interactions (NCI index), determined by DFT
calculations, revealed that some hydrogen bonds in the [C4mim][Br] IL displayed similar strength to those
in the [C4mim][CF3COO] IL, in spite of the shorter O–H distances found in the latter IL. The majority of
the calculated transport properties presented reasonable agreement with the experimental available
data. Nonetheless, the self-diﬀusion coeﬃcients determined in this work are under-estimated with
respect to experimental values; however, by escalating the electrostatic atomic charges for the anion
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and cation to 0.8e, only for this property, a remarkable improvement was obtained. Experimental
evidence was recovered for most of the calculated properties and to the best of our knowledge, some
new predictions were done mainly in thermodynamic states where data are not available. To validate the
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FF, developed previously within the research group, dynamic properties were also evaluated for a series
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of ILs such as [C4mim][PF6], [C4mim][BF4], [C4mim][OMs], and [C4mim][NTf2] ILs.

Introduction
Ionic liquids (ILs) are molten salts composed of only cations
and anions in a liquid state at temperatures below 100  C.1 In
the last two decades these substances have attracted great
interest because of their physicochemical properties such as
low vapor pressure, thermal stability, decomposition at high
a
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temperatures, isothermal compressibilities similar to water,
large electrochemical windows, wide range of shear viscosities,
and suitability for applications as extracting agents, heat
transfer uids, electrolytes for batteries, lubricants, and catalysts.2–6 ILs are considered as a green alternative for the
replacement of Volatile Organic Compounds (VOCs) in many
industrial processes without the necessity of major changes in
the main ow sheet and equipment.7
It is known that by combining diﬀerent cations and anions,
it is possible to design ILs with specic properties for welldened applications.8 Nevertheless, the experimental search
for specic ILs can be an expensive and a time consuming task,
therefore diﬀerent economical alternatives need to be employed
such as computer simulations. Molecular Dynamics simulations can describe molecular and atomic interactions to predict
and evaluate a wide range of physicochemical properties of ILs.
This allows the design of new solvents with unique
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physicochemical properties, and also the possibility of evaluating diﬀerent properties at extreme conditions of pressure and
temperature, conditions diﬃcult to achieve experimentally.9
These simulations will approximate the experimental values of
thermodynamic and transport properties only if the used Force
Field (FF) describes accurately the energetic interactions
between atoms and molecules.10,11 Recent publications have
stressed the existence of multiple shortcomings in some of the
available classical FF, including inadequate solvent dynamics,
errors in the prediction of hydrogen-bonding strength, inadequate mixture phase behavior, and errors in solvent structure
and interactions.12–15 Recent contributions have modied the
atomic partial charges and Lennard-Jones parameters, in
computer simulations by considering the dielectric constant as
a target property in order to mimic the miscibility observed
experimentally between two diﬀerent liquids.16,17
In the literature, there is a constant need for reliable and
accurate IL FF14,18,19 able to capture, among others, the local
electrostatic properties,20 microscopic dynamics,21 and vibrational spectra;22 as indicated by Maginn,18 many FFs already
published have not been validated yet against reliable and
sensitive properties such as enthalpy of vaporization, and
dynamic properties. The lack of an accurate classical FF for
predicting thermodynamic, structural, and transport properties
for specic substances hinders the design of new ILs solvents
for condensed applications. Diﬀerent research groups13,23–31
have developed classical FFs for diﬀerent ILs and evaluated
their capabilities to predict diﬀerent properties such as: density,
enthalpy of vaporization, surface tension, heat capacity at
constant pressure, cohesive energy, structural properties, and in
a reduced extent, properties such as: VLE curves, self-diﬀusion
coeﬃcients, dielectric constants, thermal conductivities,
viscosities, etc. A comprehensive review regarding the prediction of thermodynamic, structural, and dynamic properties of
ILs, using Molecular Dynamics simulations can be found in
Batista et al.6 and references therein.

Table 1

It is also known that ILs decomposed far below their critical
temperature,32 nevertheless these hypothetical critical points
are important for the development of thermodynamic
equations-of-state and for elucidating their thermodynamic
behavior.32,33 Critical thermodynamic properties for ILs have
been calculated by using both molecular simulations32–34 and
theoretical methods.35–37 Experimental, theoretical, and simulated values for both thermodynamic and transport properties
for the ILs studied in this work are presented in Tables 1 and 2.
Also, in this work, dynamic properties for the [C4mim][PF6],
[C4mim][BF4], [C4mim][OMs] and [C4mim][NTf2] ILs were
calculated, since these ILs have been studied extensively,
particularly, these ILs have been tested as reaction media in
condensed phase.28,38–40 The developed FF for these ILs has been
published in previous works.24,41
Tables 1 and 2 present both the experimental and simulated
physicochemical properties available in the literature for the six
ILs studied; and to the best of our knowledge, there is scarce
reported data for the [C4mim][OMs], [C4mim][CF3COO], and
[C4mim][Br] ILs.
The shear viscosity (h) the self-diﬀusion coeﬃcient (Di) and
the thermal conductivity (l) are called transport properties, and
various Molecular Dynamics simulations reported in the literature tend either to underestimate or overestimate the experimental data.6,59 Diﬀerent types of developed FF in the literature
such as all-atom AA, and united-atom UA, for the same IL,
provide dissimilar results in the estimation of transports
properties, as can be seen in Table 2. Transport properties of
some ILs have been calculated by using the Green–Kubo
formalism (based on Equilibrium Molecular Dynamics (EMD)),
and Non-Equilibrium Molecular Dynamics (NEMD) simulations
through both the SLLOD methodology and the Periodic
Perturbation method (PPM).6,18,59 Hess69 published an article
evaluating diﬀerent methodologies including Green–Kubo,
SLLOD, and the PPM for the calculation of the shear viscosity
for water and a Lennard-Jones uid. In their conclusions, Hess
indicated that the PPM is the method of choice, because of its

Simulated (sim), and theoretically estimated (es) critical properties reported in literature for the ILs studied in this worka
Critical density, rc [g cm3]

Critical temperature, Tc [K]
IL

sim

es

sim

es

[C4mim][PF6]

1228.3 (ref. 24)
1105  25 (ref. 42)

0.268 (ref. 24)
0.227  0.019 (ref. 42)

0.373 (ref. 36)

[C4mim][BF4]

1267.7 (ref. 24)
1252  4 (ref. 32)

0.210 (ref. 24)
0.181  0.002 (ref. 32)

0.345 (ref. 36)

[C4mim][OMs]
[C4mim][NTf2]

1277.4 (ref. 24)
1203  4 (ref. 34)
1216  14 (ref. 33)

0.228 (ref. 24)
0.265  0.006 (ref. 34)
0.250  0.003 (ref. 33)

0.334 (ref. 36)
0.424 (ref. 36)

[C4mim][CF3COO]

N/A

N/A

0.356 (ref. 36)

[C4mim][Br]

N/A

1187 (ref. 43)
1102 (ref. 43)
719.4 (ref. 36)
1240 (ref. 43)
1158 (ref. 43)
643.2 (ref. 36)
1054.8 (ref. 36)
1077 (ref. 43)
1012 (ref. 43)
1269.9 (ref. 36)
1271 (ref. 37)
826.8 (ref. 36)
834.9 (ref. 36)

a

N/A

0.376 (ref. 36)
24

For the [C4mim][PF6], [C4mim][BF4], and [C4mim][OMs] ILs, the critical properties were calculated in our previous work.
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Table 2 Experimental (exp), simulated (sim), and theoretically estimated (es) transport properties reported in literature for the ILs studied in this
work at 300 Ka

IL
[C4mim][PF6]

Shear viscosity, h [cP]

Self-diﬀusion coeﬃcient,
Dib [107 cm2 s1]

Thermal conductivity, l [W m1 K1]

exp

exp

sim

exp

sim

es

264.4 (ref. 13)b 6.17/5.26 (ref. 44)c
39 (ref. 29)d
6.43/5.14 (ref. 45)c
e
31.3 (ref. 49)
231.3 (ref. 49)e

4.7/3.2 (ref. 29)d

0.145 (ref. 50)
0.145 (ref. 51)
0.173 (ref. 52)

N/A

0.147 (ref. 53)

97.8 (ref. 13)b 10.21/10.2 (ref. 44)c
111.2 (ref. 31)b 9.69/10.1 (ref. 45)c

9.7/8.2 (ref. 29)d

0.169 (ref. 54)
0.186 (ref. 55)
0.190 (ref. 52)

N/A

0.167 (ref. 53)

224.74 (ref. 44)
228.81 (ref. 46)
257.36 (ref. 46)
450 (ref. 47)
25.51 (ref. 44)c
27.08 (ref. 48)c
32.33 (ref. 46)c
[C4mim][BF4]
90.61 (ref. 44)
86.8 (ref. 46)
107.32 (ref. 48)
219 (ref. 47)f
[C4mim][OMs]
31.25 (ref. 56)g
[C4mim][NTf2]
46.24 (ref. 44)
46.5 (ref. 46)
46.44 (ref. 57)
46.79 (ref. 58)
69 (ref. 47)f
[C4mim][CF3COO] 63.2 (ref. 62)
70.02 (ref. 44)
[C4mim][Br]
200 (ref. 63)
230 (ref. 63)b
161.05 (ref. 64)b,h
1486.49 (ref. 65)b

sim

N/A
537.8 (ref. 59)
45 (ref. 11)f
72.09 (ref. 60)f
49.9 (ref. 13)b

5.48/4.89 (ref. 56)g
N/A
14.06/11.23 (ref. 44)c 4.91/3.35 (ref. 59)c
13.80/11.68 (ref. 45)c 10.9/7.8 (ref. 29)d

N/A

11.18/10.23 (ref. 44)c 19.8/17.2 (ref. 29)d N/A
11.1/9.76 (ref. 45)c
2./N/A (ref. 66)c
22/21.08 (ref. 68)e N/A
d
19.8/N/A (ref. 67)
9.1/N/A (ref. 68)i

231.1 (ref. 13)b

N/A
N/A
0.171 (ref. 53)
0.126 (ref. 59)f 0.107 (ref. 59) 0.123 (ref. 53)
0.127 (ref. 61)

N/A

0.166 (ref. 53)

N/A

0.159 (ref. 53)

a
Cation/anion. b At 298 K. c At 350 K. d At 353 K. e At 360 K. f At 298.15 K. g At 358.15 K. h At 5.74 mol L1 IL concentration in aqueous solution. i At
358 K.

indiﬀerence with respect to the electrostatic treatment, and its
eﬃciency compared with equilibrium methods. Several
authors69,70 in the literature have indicated that the Green–Kubo
formalism requires the pressure tensor, presenting large uctuations along the simulations, resulting in slow convergence
for high viscosity systems such as IL,71 and displaying high
statistical uncertainties due to the large simulation times
needed to equilibrate the system.72
An alternative technique to compute the shear viscosity is the
non-equilibrium Periodic Perturbation Method (PPM). The PPM
is a technique that introduces an external force by means of
applying an acceleration to the system, producing a periodic
velocity prole that is subsequently adjusted with a cosinoidal
equation to obtain the shear viscosity.69 By employing this
methodology, Sprenger et al.11 calculated the shear viscosity of
several ILs using the General AMBER Force Field GAFF.73 These
same authors reported a shear viscosity value of 45 cP for the
[C4mim][NTf2] IL at 298.15 K, in excellent agreement with
experimental results. A specied value of 0.03 nm ps2 was
chosen for the acceleration amplitude in their viscosity calculations, resulting in more accurate values in agreement with
experimental data.
Liu et al.59 developed an AA FF using GAFF parameters73 and
calculated the shear viscosity for the [C4mim][NTf2] IL by using
the Green–Kubo formalism. They obtained a value of 537.80 cP
at 300 K, which is an order of magnitude higher than the

This journal is © The Royal Society of Chemistry 2019

experimental value. Picálek and Kolafa49 evaluated the capability of both UA FF30 and AA FF26 in determining the shear
viscosity for the [C4mim][PF6] IL by using NEMD techniques.
They found that the AA FF overestimated from 4–8 times the
shear viscosity in comparison with the UA FF for a wide range of
temperatures; the UA FF presented good agreement against
experimental values. Indeed, several research groups in the
literature stressed that both the FF quality and the methodology
used to obtain the shear viscosity, play a signicant role in the
determination of accurate values for this property.11,13,49,59
The self-diﬀusion coeﬃcients for ILs can be calculated
through EMD simulations by using the Velocity Auto Correlation Functions VACF, based on the Green–Kubo formalism, or
by using the Mean Square Displacement MSD, along with the
Einstein equation.29,59 Ramya et al.74 evaluated the eﬀect of
anion size in the structure and dynamics of a series of [C6mim]
[X] IL (with X equals to Cl, Br, BF4, PF6, OTf, and NTf2) by using
molecular simulations. They found that IL containing smaller
anions such as [Cl] and [Br] presented smaller diﬀusion
coeﬃcients compared to IL with larger anions such as [BF4]
and [NTf2], as shown in Table 2. This behavior was explained
by Fumino et al.75 noticing that strong and directional hydrogen
bonds introduced defects in the IL electrostatic network
resulting in large ion mobilities. Since [Cl] and [Br] are
anions formed by a single atom, their concentrated charge
creates strong hydrogen bonds with cations, displaying
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asymmetry and thus non-directionality towards hydrogen
atoms in the cation, causing slow mobility and presenting
higher viscosities compared to ILs with large anions.
In order to improve the agreement between calculated and
simulated dynamical properties, such as diﬀusion coeﬃcients13
and viscosities,76 some molecular simulations research groups
have scaled the atomic charges of ILs, i.e. from 1e to 0.8e,
since this mimics both the charge transfer and polarizability.77
Zhang and Maginn77 studied the eﬀect of scaling charges in the
calculation of a classical FF and its capability to predict some
relevant thermodynamic properties. In their study they found
that the reduced-charge scheme improved properties such as
the diﬀusion coeﬃcient and the enthalpy of vaporization in
comparison with the full-charge scheme. However, properties
such as density were underestimated by about 6%, in addition,
properties such as Radial Distribution Function (RDF) and
Spatial Distribution Function (SDF) were insensitive to charge
scaling.
In a recent contribution, Doherty et al.13 carried a reparametrization of their previously developed OPLS-2009 IL
FF28 validated against current and more reliable available
experimental data, such as: densities, heats of vaporization,
viscosities, diﬀusion coeﬃcients, heat capacities, and surface
tensions. These authors used a 0.8e scaled-charge version of
their original full-charge FF published in 2009.28 Their results,
showed that calculated properties with the scaled-charge FF
such as enthalpy of vaporization, surface tension, and selfdiﬀusion coeﬃcients were remarkable improved compared
with their previous calculations using the OPLS-2009 IL FF. On
the other hand, properties such density, heat capacity at
constant pressure, viscosities, and RDF were insensitive to this
charge scaling.
The nal transport property studied in this work, is the
thermal conductivity, estimated by means of NEMD. It is a key
property in the design of heat and mass transfer equipment in
the chemical industry, metallurgy, uid ow, etc.78 Recently
Zaripov et al.78 indicated the necessity of new and enhanced
heat transfers uids in order to improve product quality, reduce
operating costs and its environmental impact in industrial
processes. ILs can be used as thermal uids due to their various
physicochemical properties such as negligible vapor pressure,
liquid state, density, viscosity, heat capacity and thermal
conductivity.55,79 Liu et al.59 calculated the thermal conductivity
for a series of ILs based on the [NTf2] anion, employing
Reverse Non-Equilibrium Molecular Dynamics (RNEMD) techniques, by using the Müller-Plathe formalism.80 They calculated
a value of 0.107 W m1 K1 for thermal conductivity of the
[C4mim][NTf2] at 300 K, these authors also reported an experimental value of 0.126 W m1 K1 at 298.15 K, presenting an
error of 15%. The RNMED technique has also been used by
Tenney et al.81 in the determination of reliable thermal
conductivities for the [C2mim][OMs] and the [C2mim][CF3COO]
ILs. Chen et al.53 also proposed a group contribution method to
estimate the thermal conductivities of ILs.
The objective of this work is the determination of thermodynamic, structural and transport properties such as: critical
points (rc, Tc), radial, spatial and combined distribution
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functions, shear viscosities, self-diﬀusion coeﬃcients, and
thermal conductivities for the [C4mim][CF3COO] and [C4mim]
[Br] ILs by using molecular simulations. These two ILs have
been used experimentally in various condensed phase applications such as: extracting solvents for uoridated compounds
present in alkylated gasoline by a typical liquid–liquid extraction process,41 solvents for the capture of carbon dioxide82,83 as
reaction media84,85 and applications in the food and health
industry.86
The simulations performed in this work, used AA FF previously developed within the research group,24 validated for the
prediction of thermodynamic properties such as: density, heat
of vaporization, specic heat at constant pressure, dielectric
constant, and surface tension for the [C4mim][PF6], [C4mim]
[BF4], [C4mim][OMs], [C4mim][NTf2], [C4mim][CF3COO],
[C4mim][Br] ILs,24,41 and validated also in the determination of
structural properties for the [C4mim][PF6], [C4mim][BF4], and
[C4mim][OMs] ILs.24 Experimental evidence was recovered for
most of the calculated properties and some new predictions
were done where data is not available. These calculated properties are necessary for the development of viscosity and selfdiﬀusivity correlations using, for example, the Vogel–Fulcher–
Tamman, VFT equation,45 and the development of new thermodynamic equation-of-states, expanding the possible applications for these ILs studied, as heat transfer uids, green
solvents for the extraction of diﬀerent substances, solvents as
reaction media, condensed phase applications with high
importance in the pharmaceutical, chemical and petrochemical
industries.

Methodology
Force eld development
The information corresponding to the classical FF developed
previously within the research group, including their parameters can be found in the ESI section.† Fig. 1 displays a schematic
representation of all the ILs studied in this work, along with
their corresponding atomic labels.
VLE curve
The VLE curve for [C4mim][NTf2], [C4mim][CF3COO] and
[C4mim][Br] IL was obtained using well-established methodologies published in the literature.87,88 A liquid conguration was
placed in the center of an elongated parallelepiped box in the zdirection surrounded by vacuum, then NVT MD simulations are
carried out; as the vapor phase starts to appear, molecules
moved from the center of the box into the vacuum space in
equilibrium with the liquid. The vapor and liquid densities are
calculated by dividing the simulation box along the z-direction
into diﬀerent slabs of xed length Dz, and then counting the
average number of molecules N inside each slab during the MD
production step, divided by the volume of each slab as in the
following equation:87,88
hrz i ¼

hNðzÞi
ADz

(1)

This journal is © The Royal Society of Chemistry 2019
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Fig. 1 Schematic representation for all ILs studied (a) 1-butyl-3-methylimidazolium cation [C4mim]+ (b) tetraﬂuoroborate anion [BF4] (c)
hexaﬂuorophosphate anion [PF6] (d) bis(triﬂuoromethylsulfonyl)imide anion [NTf2] (e) triﬂuoroacetate anion [CF3COO] (f) mesylate anion
[OMs] (g) bromide anion [Br].

where rz, is the density along the largest box length, N is the
number of molecules, and ADz corresponds to volume of the
slab.
The VLE curve was obtained with the GROMACS89 soware.
The simulations consisted of 200 pair of ILs, Periodic Boundary
Conditions (PBC) were applied, and a cutoﬀ of 18 Å was used for
all ILs systems for both LJ and electrostatics. Short-range electrostatics interactions were calculated in real-space using the
above cutoﬀs, past this distance the Particle-Mesh-Ewald90,91
(PME) was employed to calculate the long-range electrostatic
interactions with an accuracy of 5  103 by using a Fourier grid
spacing of 1.2 Å and a four-order interpolation. The time step
for the equilibrium MD simulations was 1 fs. Temperature was
maintained constant by means of the V-rescale92 thermostat
with a coupling parameter of 1 ps. The size of the parallelepiped
box for each IL system along the x, y, and z dimensions were 46
Å  46 Å  250 Å, 42 Å  42 Å  250 Å and 39 Å  39 Å  250 Å
for [C4mim][NTf2], [C4mim][CF3COO], and [C4mim][Br],
respectively. The NVT simulations were carried out in
a temperature range between 300 K to 1300 K, simulation
times of 10 ns were used for each temperature. The rst 3 ns
were considered as equilibration stage and the remaining time
as production stage, the atomic coordinates were saved every
500 fs during this latter stage. Saved coordinates from a 7 ns,
previous NpT simulation at 300 K were used as input for the
NVT simulations at 300 K. Rai and Maginn34 calculated the VLE

This journal is © The Royal Society of Chemistry 2019

curve for a series of [Cnmim][NTf2] ILs by using molecular
simulations with system sizes ranging from 200 to 400 ion pairs,
larger systems were used at higher temperatures, 400 ion pairs
were used for simulations close to the critical point.
Shear viscosity
The shear viscosity was calculated using the PPM69 technique.
In this method an external periodic force is applied in one
direction ax(z), aﬀecting only the x component of the velocity
vector of the atoms. The Navier–Stokes equation under these
conditions and in stationary state, reduces to:11,13,69,93
rax ðzÞ þ h

v2 vx
¼0
vz2

(2)

where ax(z) and vx are the applied acceleration and velocity. The
applied acceleration ax(z), has the following form:
ax(z) ¼ a0 cos(kz)

(3)

where a0 is known as the acceleration amplitude and k ¼ 2p/lz,
where lz is the box length in the z-direction. Re-arranging eqn (2)
gives:
v2 vx h v2 vx
þ
¼0
r vz2
vt2

(4)
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vx(z,t) ¼ v0(1  et/s)cos(kz)

(5)

with s ¼ r/hk2, and v0 is the velocity amplitude at stationary
state. At large simulation times t [ s, this equation reduces to:
vx(z,t) ¼ v0 cos(kz) ¼ a0s cos(kz)

(6)

From eqn (4) and (6), the shear viscosity is obtained as follows:
h¼

a0 r
v0 k2

(7)

The acceleration amplitude a0 needs to be chosen carefully:
a small value is needed for the system to remain close to equilibrium, avoiding a large temperature increase aﬀecting the
system density. On the other hand, this amplitude value needs
to be large enough to avoid large signal to noise ratios.94
The shear viscosities in this work, were calculated using the
methodology proposed by Doherty et al.13 employing the same
system size for reproducibility purposes, and performed with the
GROMACS89 computational package. Simulation boxes containing 500 IL pairs were used for each IL system, the same number
of molecules that was used by Doherty et al., PBC and the minima
image convention in three directions with a cutoﬀ of 13 Å, were
applied. The PME90,91 scheme was applied for electrostatic interactions, and a time step of 1 fs was used for all simulations. The
temperature and pressure were kept constant by means of a Vrescale92 thermostat and Berendsen95 barostat, with coupling
parameters of 1 ps. Before calculating shear viscosities, EMD
simulations were performed with 10 ns of equilibration time
followed by 40 ns of production time in the NpT ensemble for
each IL. For all ILs studied, the temperature was 300 K with the
exception of [C4mim][OMs] IL (358 K). The viscosity of [C4mim]
[PF6] IL was also evaluated at 350 K. For all systems the pressure
was maintained at 1 bar, and all the covalent hydrogen bonds X–
H, were constrained using the LINCS96 algorithm. Zhao et al.93
used NEMD simulations with the PPM method to determine the
shear viscosities of 1,4-butanediol, 1,3-butanediol, 1,2-butanediol, 2-methyl-1,3-propanediol and 1,2,4-butanetriol, using the
OPLS FF and found that the acceleration amplitude value a0, is
the most important parameter in the calculation of the shear
viscosity, compared with other parameters such as: box size,
trajectories length, etc.
Regarding structural properties, Radial Distribution Function (RDF), Spatial Distribution Function (SDF), and Combined
distribution Function (CDF), for the [C4mim][CF3COO] and
[C4mim][Br] ILs were calculated during the EMD production
step by using the VMD97 and TRAVIS98 computational packages.
The coordinates from the NpT EMD production step were fed
to the NEMD, using an acceleration amplitude range from 0.04
to 0.12 nm2 ps1 for each IL. It is important to note that this
amplitude range depends on the system size, temperature, and
substance. All the NEMD simulations lasted 40 ns; the same
simulation parameters as in the EMD simulations such as:
temperature, pressure, time step, PBC, cutoﬀ, thermostat,
barostat, PME, and LINCS, were used. The last 20 ns were
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employed to calculate the shear viscosity, temperature, and
their standard deviations via the block averaging technique.99
It has been stressed that the dependence of the acceleration
amplitude with the shear viscosity is complex, but a limited
range of accelerations displays a linear relationship with the
shear viscosity of the substance.94 In this work we only consider
those accelerations that do not cause an abrupt change in the
temperature of the system. To determine the IL viscosity, the
acceleration values and shear viscosities for each acceleration
amplitude were tted into a linear relationship by using
a weighted least squares technique. These weights were equal to
the reciprocal of the square standard deviation for the shear
viscosity, those acceleration amplitudes that presented large
shear viscosity deviations, contributed slightly to the viscosity
calculation by having a very small weight.93 This linear relationship allows the determination of zero shear viscosities by
means of an extrapolation with the y-axis.
Self-diﬀusion coeﬃcients
The self-diﬀusion coeﬃcients Di, can be calculated through the
Einstein relation as follows:59
+
*
N
1
d X
1 DMSDi
2
(8)
Di ¼ lim
½ri ðtÞ  ri ð0Þ ¼
6 t/N dt i¼1
6 Dt
where h/i is the Mean Square Displacement MSD, for the
specie i (cation or anion). Due to the low mobility of ILs at
certain temperatures, large simulation times were
employed.29,70 EMD simulations were carried out to calculate
the self-diﬀusion coeﬃcients within the GROMACS89 simulation package. First, an equilibration step of 50 ns in the NpT
ensemble was performed at 350 K and 1 bar, in order to obtain
the correct density and well-equilibrated conguration for each
IL, followed by a production step of 50 ns in the NVT ensemble
at the same temperature. PBC and the minima image convention in the three directions were used, a cutoﬀ of 18 Å, and PME
was used to eﬃcientize the electrostatic calculation with a grid
of 0.12 nm, a spline of 4,90,91 and a time step of 1 fs. The Nosé–
Hoover100,101 thermostat and Parinello–Rahman102 barostat, with
coupling parameters of 1 ps were applied. For the [C4mim]
[OMs] IL the temperature was set to 358.15 K for both equilibration and production steps. The MSD was evaluated using the
center-of-mass (COM) for each ion during the last 5 ns, in the
NVT production step.
In order to assure that we are in the diﬀusive regime, the b(t)
factor was calculated during the simulations by using:70
bi ðtÞ ¼

d logðMSDi Þ
d logðtÞ

(9)

Values of b(t) z 1 assure that the IL system is in the diﬀusive
regime, necessary to obtain reliable results, while values of b(t) <
1 indicate a sub-diﬀusive regime.70
Thermal conductivity
The thermal conductivity l, for each IL presented in Table 2,
were calculated using the RNEMD technique proposed by
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Müller-Plathe.80 In this method a heat ux is imposed in the
system generating a temperature gradient and thus allowing
their calculation by means of the following two equations:

P m 2
vc  vh 2
transfers 2
(10)
hJz ðtÞi ¼
2tLx Ly
l¼

lim lim 

vT=vz/0t/N

hJz ðtÞi
hvT=vzi

(11)

where Jz(t) is the imposed heat ux along the z-direction at
a certain time interval t; vc and vh are the cold and hot atom
velocities, Lx and Ly are the box dimensions along x and y axis,
and vT/vz is the average temperature gradient in the z-direction.
For a detailed description of the Müller-Plathe method the
reader is referred to the original work.80
The thermal conductivities were calculated using the
LAMMPS103 simulation package, for the reason, that the MüllerPlathe technique is not implemented within the GROMACS
simulation package. The FF parameters and the input coordinates from GROMACS were translated into LAMMPS inputs
with the aid of the INTERMOL104 soware.
The thermal conductivities were obtained aer three equilibration steps: rst NpT simulations at 300 K for 2 ns, followed
by NVT at 300 K for 3 ns, and nally 1 ns in the NVE ensemble.
Subsequently, a production period of 1 ns in the NVE ensemble
was carried out. The thermal conductivities were computed
during this production step. All simulation boxes were orthorhombic, PBC were used in three dimensions with a cutoﬀ of 18
Å, and a time step of 1 fs. To account for long-range electrostatics, the Particle–Particle–Particle–Mesh103 (PPPM) technique
was used with a real-space cutoﬀ of 18 Å. The temperature was
kept constant at 300 K with the Nosé–Hoover100,101 thermostat
with a coupling parameter of 100 fs. The pressure was maintained at 1 bar with the Nosé–Hoover103 barostat with a coupling
parameter of 1 ps. In the last two NVE steps the simulation box
was divided in 20 blocks or slabs forcing kinetic (velocity)
exchanges between hot and cold atoms every 10 fs. The data was
saved every 1 ps during the NVE production step, and the
thermal conductivity was calculated employing the block averaging technique.99

Results
IL structure
RDFs, SDFs, and CDFs, were calculated in this work for the
[C4mim][CF3COO] and [C4mim][Br] ILs at 300 K. RDFs for ion–
ion interactions are shown in Fig. 2. The RDF for the [C4mim]
[CF3COO] IL is shown in Fig. 2a. The [CF3COO]–[CF3COO]
interaction, red line in Fig. 2a, presents two well dened peaks
at 5.15 and 8.65 Å. The [CF3COO]–[C4mim]+ interaction presents a well-dened peak at 5.05 Å and a second blunt peak at
11.75 Å, with intensities of g(r) 2.1 and 1, respectively. Finally,
the cation–cation interaction in this IL displays peaks at 8.35 Å
and 15.05 Å, with intensities around 1. The RDF integration
for the [CF3COO]–[C4mim]+ interaction until the minimum
located at 8.1 Å, gives a coordination number of 6.68
This journal is © The Royal Society of Chemistry 2019

Fig. 2 RDFs for [C4mim][CF3COO] and [C4mim][Br] ILs at 300 K. (a)
[C4mim][CF3COO] IL. (b) [C4mim][Br] IL. Anion–anion RDFs are
colored in blue, anion–cation RDFs are colored in red, and cation–
cation RDFs are colored in green. Continuous lines represent the
results obtained with our developed FF, dashed lines represent results
obtained with the FF by Doherty et al.13 The atomic labels N2, C10 and
BR are displayed in Fig. 1, and were used to determine the ion–ion
RDFs.

molecules, this means that in the rst solvation layer the cation
is surrounded and interacting approximately with 6.7 anions in
average.
Fig. 3a and b display the molecular environment around ILs
(solvation layer and close contacts) obtained from the last MD
trajectory frame, for both [C4mim][CF3COO] and [C4mim][Br]
ILs, respectively.
The RDFs for the [C4mim][Br] IL are shown in Fig. 2b. The
RDFs obtained by employing the FF developed by Doherty
et al.,13 labeled as [C4mim][Br]-Doherty, are also plotted in the
same gure for comparison purposes as dashed lines. The
[Br]–[Br] interaction using our developed FF presents a rst
peak at 7.25 Å, and a second peak at 13.4 Å. The [C4mim][Br]Doherty FF displays a blunt peak in the 6–8.7 Å range, and
a second peak located at 13.05 Å for the same interaction.
Furthermore, the [Br]–[C4mim]+ RDF for both our developed
FF and the FF developed by Doherty et al. are very similar to
each other, displaying peaks at 4.2, 5.85, 10.20 and 16.35 Å,
with intensities of 3.5, 1.5 and 1, respectively. For the
[C4mim]+–[C4mim]+ RDF our FF presents a well-dened peak at
8.05–8.15 Å, with intensity around 1.2, while the [C4mim][Br]Doherty FF presents a blunt peak located in the 6.55–8.3 Å
range with the same intensity. The coordination number for our
FF found by integrating the anion–cation RDF gave a value of
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Table 3 Calculated coordination numbers Ncoord, at minimum RDF
distances (Å) for anion–cation and H-anion RDFs for [C4mim]
[CF3COO] and [C4mim][Br] ILa

LI

RDF

Rcoord

Ncoord

[C4mim][CF3COO]

C10–N2b
O3–H1
O3–H2,3
O3–Hmethyl
F4–H1
F4–H2,3
F4–Hmethyl
BR–N2b
BR–H1
BR–H2,3
BR–Hmethyl

7.10
3.95
3.65
6.65
6.95
6.25
7.85
7.35
4.75
4.00
5.95

6.68
1.17
1.30
8.02
4.11
6.10
18.01
5.9
1.91
2.23
10.56

[C4mim][Br]

a
See Fig. 2 and 5 for RDF graphs. Atoms H13,14,15 are labeled as Hmethyl.
See Fig. 1 for atomic labels. b Atoms located at the COM for the ions
have been used to calculate the anion–cation RDF.

Fig. 3 Close molecular environment for a selected cation at 300 K. (a)
[C4mim][CF3COO] IL. (b) [C4mim][Br] IL. The selected cation is displayed using a ball and stick representation. The color for the atoms is
as follows: blue/nitrogen, cyan/ﬂuorine, grey/carbon, orange/
bromine, red/oxygen, and white/hydrogen. All distances are in Å.

5.9 molecules until the minimum located at 7.35 Å (Table 3).
These integrations were also carried out for the anion–cation by
using the [C4mim][Br]-Doherty FF and 5.96 molecules were
found until the same rst minimum. Despite the RDF diﬀerences between [C4mim][Br]-Doherty and the FF developed
within the research group, the calculated density values are very
similar: 1.277 and 1.271 g cm3, respectively at 300 K.
Comparison for diﬀerent properties such as: heat of vaporization, heat at constant pressure, and dielectric constant
between these FFs can be found in ref. 41.
The SDFs display the most probable spatial regions for
nding a molecule around a reference molecule in a three
dimensional space.98 SDFs were calculated for the [C4mim]
[CF3COO] and [C4mim][Br] ILs using the TRAVIS98 soware and
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visualized with VMD,97 as shown in Fig. 4; the [C4mim]+ cation
was used as reference molecule. In Fig. 4a, the anion isosurfaces
for the [C4mim][CF3COO] IL are displayed in red color with
a value of 8.1 particles per nm3, while the cation isosurfaces
are displayed in blue color with a value of 3.7 particles per
nm3. The [CF3COO] anion prefers to occupy the regions close
to the H1, H2, and H3 hydrogens in the imidazolium ring as well
as the H4 and H5 hydrogens from the butyl chain (see Fig. 1 for
atomic labels). On the other hand, the [C4mim]+ cation prefers
to be positioned in front of the imidazolium ring favoring p–p
interactions. This p–p stacking has been related with the dimer
IL stability, since this geometric arrangement increases the
interaction energy of the dimer.105
The SDFs for the [C4mim][Br] IL are displayed in Fig. 4b. The
isosurface values for the anion and cation are 12 and 4.72
particles per nm3, respectively. The [Br] occupies all the top
cation region, diﬀering with respect to the [C4mim][CF3COO] IL,
and also preferring regions closed to hydrogens in both the
imidazolium and in the alkyl chains closed to the ring (H1–
5,H13–15). The cation presents the same behavior as in the
[C4mim][CF3COO] IL. Kohagen et al.68 reported the SDF for the
[C4mim][Br] IL by using the OPLS AA FF, while Ramya et al.74
reported the SDF for the [C6mim][Br] IL by using the AA FF
developed by Tsuzuki et al.27 The SDF obtained here using our
developed FF displays good agreement with respect to the SDF
reported by these same authors.
In a diﬀerent contribution, Izgorodina and MacFarlane106
studied the [C2mim][Cl] IL by using ab initio and the Symmetry
Adapted Perturbation Theory107 (SAPT) calculations, and they
found that the anion–cation interactions characterized by
placing the anion on top or below the imidazolium ring plane
are energetically similar to in plane conformations where the
anion forms hydrogen bonds with the hydrogen atom from the
imidazolium ring along the C2–H1 direction. These observations are consistent with the behavior displayed by the SDF red
isosurfaces obtained in this work for both [C4mim][CF3COO]
and [C4mim][Br] ILs. For comparison purposes we have also
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Fig. 4 Top (left) and side (right) views of the Spatial Distribution Functions SDFs at 300 K. The anions are displayed in red color and the cations
in blue color, around a reference cation for the following ILs: (a) [C4mim]
[CF3COO] IL, (b) [C4mim][Br] IL and (c) [C4mim][Br]-Doherty.

computed the SDF for the [C4mim][Br] IL by using the FF
developed by Doherty et al.13 at 300 K, shown in Fig. 4c. These
last results show a good agreement with those SDFs calculated
using our developed FF.
Fumino et al.75 indicated that the strong and directional
hydrogen bonds in IL can disrupt the Coulombic network,
reducing the electric charge eﬀect that any ion feels from other
ions, increasing the ions mobility (diﬀusion coeﬃcients) and
decreasing their viscosities.
To elucidate further the hydrogen bonding in [C4mim]
[CF3COO] and [C4mim][Br] ILs, individual RDFs between
negative atoms from anions with hydrogen atoms from the
cation, were calculated as shown in Fig. 5.
Fig. 5a shows the RDFs obtained by pairing O[CF3COO] (O3 in
Fig. 1c) with H1, H2,3 (also known as HW), Hmethyl (i.e. H13, H14,
and H15, see Fig. 1a) and Hterminal, (i.e. H10, H11, and H12). It can
be observed that acidic hydrogen atoms from imidazolium ring
exhibit the main interaction with oxygen atoms from the [CF3COO] anion showing a peak at 2.45 Å for both H1 and H2,3
atoms, these distances are in agreement with the distances
shown in Fig. 3a. The coordination numbers Ncoor, for hydrogen

This journal is © The Royal Society of Chemistry 2019

Atomic pair RDFs between X–H for [C4mim][CF3COO] and
[C4mim][Br] ILs at 300 K. (a) RDFs between hydrogen atoms (H1, H2,3,
Hmethyl and Hterminal) and the O atom within the [C4mim][CF3COO] IL.
(b) RDFs between hydrogen atoms and the F atom within the [C4mim]
[CF3COO] IL. (c) RDFs between hydrogens atoms and the [Br] anion
within the [C4mim][Br] IL. H13, H14 and H15 atoms are labeled as Hmethyl.
H10, H11, and H12 atoms are labeled as Hterminal, as displayed in Fig. 1a.
Fig. 5

atoms around the oxygen atoms are 1.17 and 1.30 atoms for O3–
H1 and O3–H2,3 respectively, as indicated in Table 3. The
hydrogen bonds with Hmethyl are also signicant, the RDF peak
appears at a slightly larger distance than the acidic hydrogen
atoms 2.65 Å with a coordination number of 8.02 atoms until
6.65 Å. Our results indicate that the RDF for O3–Hterminal presents a weaker intensity of around 2 as compared to intensities of
5.9 for O3–H1, and 3.5 for O3–H2,3 interactions.
The same hydrogen RDFs were calculated for F[CF3COO] (F4),
and are shown in Fig. 5b. As seen the rst peak appears at
a similar distance 2.8 Å, for all interactions but with
a remarkable lower g(r) intensity value compared with O3–H
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RDFs displayed in Fig. 5a. At distances of 2.8 Å, the interactions between F[CF3COO] and Hterminal, black line in Fig. 5b,
present higher intensities than the O3–Hterminal interactions, as
seen in Fig. 3a. The coordination number for these interactions
are presented in Table 3.
Fig. 5c presents the [Br]–H RDF for [C4mim][Br] IL. Unlike
O3–H interactions, the RDFs for [Br] display similar behavior
towards H1 and H2,3 hydrogen atoms, presenting higher probabilities of nding bromide atoms around these hydrogens
atoms, as seen in Fig. 3b, at average distances of 2.85 Å. The
coordination number until the rst well-dened minimum
distance for both interactions were 1.91 and 2.23 hydrogen
atoms for H1 and H2,3, respectively as presented in Table 3.
The [Br]–Hmethyl RDF presents a well-dened peak at 3 Å, at
similar distances with respect to the hydrogen atoms in the imidazolium ring, but with a lower intensity; in Fig. 3b we can visualize these interactions within the same distances found in the
RDFs. The Ncoor for [Br]–Hmethyl interaction until the rst welldened minimum is 10.56 hydrogen atoms. Finally the [Br]–
Hmethyl RDF shows the same behavior as [C4mim][CF3COO] IL with
a blunt peak around 5 Å and a g(r) value close to 1.0 indicating the
absence of a specic local arrangement for these interactions.

Paper

In order to obtain additional information with respect to the
hydrogen bonding behavior in [C4mim][CF3COO] and [C4mim][Br]
ILs, CDFs were calculated between acidic hydrogen atoms and
negative atoms from anions, by monitoring both the X–H1 radial
and the C1–H1–X angular distributions (with X equals O or
[Br] atoms) for [C4mim][CF3COO] and [C4mim][Br] ILs, as shown
in Fig. 6. A higher occurrence for the X–H1 CDF for both cases is
associated with their RDF peaks shown in Fig. 5a and c for [C4mim]
[CF3COO] and [C4mim][Br] IL, respectively. In the case of [C4mim]
[CF3COO] IL there is a region of high occurrence located around
2.1 to 3 Å and in a range of 100 to 150 , as displayed in Fig. 6c.
A similar behavior is observed in the case of [C4mim][Br] IL displayed in Fig. 6d, however, the distance of high occurrence is
slightly larger than [C4mim][CF3COO] IL 2.9 Å, and with angles
from 90 to 150 . In this same gure we can observe a second region
of high occurrence located at 6.3 Å and 40 for the [C4mim][Br] IL.
Based on the localization of the anion given by CDF, the cation is
expected to be placed either above or below the imidazolium ring
plane as shown by Doherty et al. for [C2mim]+ cations in [C2mim]
[DCA] IL, i.e. with an angle of 0 or 180 from their center of rings.
The CDF was also calculated by using the geometric centerof-ring (COR) between two cations in both [C4mim][CF3COO]

Fig. 6 Combined distribution functions for the X–H1 distance versus the C1–H1–X angle at 300 K. (a) [C4mim][CF3COO] IL. (b) [C4mim][Br] IL.

X equals to O
3 or [Br] respectively. The color bar displays the relative event occurrence.

13686 | RSC Adv., 2019, 9, 13677–13695

This journal is © The Royal Society of Chemistry 2019

View Article Online

Open Access Article. Published on 03 May 2019. Downloaded on 9/16/2019 8:52:40 AM.
This article is licensed under a Creative Commons Attribution-NonCommercial 3.0 Unported Licence.

Paper

and [C4mim][Br] ILs. This CDF monitors the distance and the
angle formed between the COR–COR vector and a CORNormalized vector COR-NV, perpendicular to the imidazolium
ring plane, as shown in Fig. 7a. Similar agreement with their
corresponding SDF shown in Fig. 4 is presented for the cation–
cation CDF, where the preferred angle is located around 0 to
40 , corresponding to the underneath position with respect to
the imidazolium ring plane, and 140 to 180 , corresponding to
the above position in the same plane,105 with distances around
of 4 Å.
Regarding hydrogen bonds, Tang et al.108 indicated that not
only the geometric congurations are important but also their
electronic densities. They found by using the theory of Atoms in
Molecules that hydrogen bond lengths varied from 1.15 to 3.01
Å and the electronic density at the bond critical point ranged
from 0.0033 to 0.168 a.u. In a diﬀerent contribution, ContrerasGarcı́a et al.109–111 developed a methodology to map the noncovalent interactions between atoms in a system by analyzing
its electronic density (r) and its reduced gradient (s).
The analysis developed by Contreras-Garcı́a et al. is called
Non-Covalent Interaction (NCI) index, and it can be carried out
by using the NCIplot110 program. The analysis is based on a s

RSC Advances

vs. r plot which reveals the magnitude of typical interactions
such as hydrogen bonds, weak interactions, and steric
clashes.109 To distinguish between attractive and repulsive
interactions, it is necessary to resort to the sign of the second
eigenvalue (l2): Sign(l2), of the electronic density Hessian
matrix.111 By plotting Sign(l2)r not only the magnitude of the
interaction is reveled but also the nature of such interaction:
hydrogen bonds are characterized by negative values of
Sign(l2)r, i.e. 0.05 < Sign(l2)r < 0.005 a.u.; weak interactions are related to near zero values of Sign(l2)r, i.e. Sign(l2)r >
0.005 a.u.; and steric repulsions shows positive values for
Sign(l2)r.109 The NCI index can be also visualized with the
VMD97 package as colored gradient isosurfaces corresponding
to the nature of the interaction; blue, green, and red colors are
related to hydrogen bonds, weak interactions, and steric
repulsions, respectively. The electronic density for the molecular congurations shown in Fig. 3 was calculated by using
Density Functional Theory with the M06 (ref. 112)/6311+G(d,p) functional/basis set employing the Gaussian09
(ref. 113) package. These molecular congurations were obtained from the last saved frame during the EMD production
step for the shear viscosity calculations.

Combined distribution function for the Center of Ring (COR) distances versus the COR–COR–NV angle at 300 K, NV corresponds to
a normalized vector perpendicular to the imidazolium ring plane. (a) [C4mim][CF3COO] IL. (b) [C4mim][Br] IL. The color bar displays the relative
event occurrence.
Fig. 7
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Plots of electronic density against its reduced gradient are
shown in Fig. 8a and b for [C4mim][CF3COO] and [C4mim][Br]
IL, respectively. As can be seen, both IL show weak hydrogen
bonds since the peaks are located at Sign(l2)r $ 0.015 a.u.
Presenting weak hydrogen bonds at  0.015, 0.014 a.u. and
a series of weaker interactions around 0.012 a.u along the
Sign(l2)r axis. Peaks corresponding to weak hydrogen bonds in
Fig. 8a and b are related to isosurfaces colored in blue in Fig. 8c
and d for [C4mim][CF3COO] and [C4mim][Br] IL, respectively.
The density scale used for the NCI calculations (0.02 < r < 0.02
a.u), displayed in Fig. 8, conceals the visualization of steric
repulsions present at density values larger than 0.05 au. By
using a larger density scale of 0.10 < r < 0.10 a.u., the relevant
steric repulsion appeared within the imidazolium ring for both
ILs, as displayed in Fig. S2 in the ESI section.†
In the case of [C4mim][CF3COO] IL the weak interactions
mentioned above were labeled as A, B, C, and D ranging from
(strongest to weakest): darkest blue (A), dark blue (B), light blue
(C), to darkest green (D). As can be observed, the main interactions A and B, correspond to hydrogen bonds from hydrogen
atoms in symmetric carbons as expected from its RDF, as seen
in Fig. 5a.
In the case of [C4mim][Br] IL a weak hydrogen bond for every
[Br] anion labeled as A is displayed, followed by a series of
slightly weaker hydrogen bonds labeled as B, for the same [Br]

Paper

anion, continuing with weaker hydrogen bonds labeled as C
and D. The number of interactions in the [C4mim][Br] IL anion
is related with the RDF coordination numbers presented in
Table 3. The larger the number of interaction for a single anion,
the weaker the interaction strength,114 as observed in Fig. 8d
and Ncoord in Table 3. According to the ndings by Fumino
et al.75 it could be expected, that since the [C4mim][Br] IL shows
less localized and directional hydrogen bonds, this IL would
present less uidity in comparison to [C4mim][CF3COO] IL.

VLE curve
The VLE curves for the ILs [C4mim][NTf2], [C4mim][CF3COO],
and [C4mim][Br] are shown in Fig. 9. It is important to notice
that the gas densities are considered only approximations, since
it is diﬃcult to quantify the number of molecules in this phase
with the current methodology. It is recommended the use of
larger systems and longer simulation times in order to obtain
more accurate results for the vapor phase. The calculated critical points in Table 4 and displayed in Fig. 9 were obtained with
the law of rectilinear diameters and the density scaling law115
with a critical scaling factor of 0.32. Results from Rane and
Errington33 and Rai and Maginn34 for the [C4mim][NTf2] IL were
added to Fig. 9a for comparison. For the [C4mim][NTf2] IL the
calculated critical temperature is in agreement with the value

Fig. 8 Plots of reduced density gradient (s) vs. the electron density multiplied by the sign of the second Hessian eigenvalue Sign(l2)r at 300 K. (a)
and (c) Results correspond to the [C4mim][CF3COO] IL; (c) and (d) are results for the [C4mim][Br] IL. Attractive interactions are displayed in blue
color, weak interactions in green color, and steric repulsions in red color. The isosurfaces correspond to a cutoﬀ for s of 0.5 a.u. The density color
scale varies from 0.020 < r < 0.020 a.u. Steric repulsions can only be observed within the ring interactions by incrementing the density color
scale to 0.10 < r < 0.10 a.u, as displayed in Fig. S2 of the ESI section.†
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834.9 K using a group contribution method. The diﬀerence
between the critical temperatures of [C4mim][CF3COO] and
[C4mim][Br] ILs could be related to the number of hydrogen
bonds needed to be broken in [C4mim][Br] IL, in order for the
system to change its physical phase.
Shear viscosities

Fig. 9 VLE curve for [C4mim][NTf2], [C4mim][CF3COO], and [C4mim]
[Br] ILs simulated in this work. (a) Vapor and liquid densities calculated
in this work for the [C4mim][NTf2] IL are displayed as black colored
circles. Purple squares and orange diamonds are the results obtained
from Rane and Errington33 and Rai and Maginn,34 respectively. (b)
Vapor and liquid densities obtained in this work for [C4mim][CF3COO]
and [C4mim][Br] ILs are displayed as red and blue colored circles,
respectively.

reported by Rai and Maginn34 and diﬀers only by 10 K with
respect to the value reported by Rane and Errington,33 as shown
in Fig. 8a and Table 4.
The calculated critical temperature for the [C4mim]
[CF3COO] IL is 1233.4 K, displayed in Fig. 9b, presented
a diﬀerence of only 40 K with respect to the estimated value of
1271 K by Fang et al.37 obtained with a modied Eötvos equation. Finally, the critical temperature for the [C4mim][Br] IL was
calculated at 1308.2 K as displayed in Fig. 9b, presenting the
highest critical temperature of all the ILs studied in this work.
For this IL, Valderrama et al.36 obtained an estimated value of

The shear viscosities calculated with eqn (7) are presented in
Table 5 for all ILs studied in this work. Fig. S3a in the ESI
section† displays the shear viscosity against the acceleration
amplitude a0, for the [C4mim][OMs] IL. Small a0 values generate
large uctuations in the viscosity presenting large standard
deviations, on the other hand, large a0 values increase the
temperature considerably. Both of them, small and large
amplitude points, were discarded from the viscosity linear
relationship adjustment.116 From Fig. S3b,† it can be observed
that acceleration amplitude values higher than a0 ¼ 0.11 nm
ps2 do not deviate the temperature considerably from the
dotted line, in this same gure only one standard deviation
within each viscosity point was plotted.
The calculated standard deviations for the shear viscosity
simulations were used as weights (1/s2) in the linear regression
tting as shown in Fig. S3a.† Extrapolating the y-axis up to
a zero amplitude allows the determination of the zero shear
viscosity. Zhao et al.93 noticed the existence of a linear correlation between certain acceleration amplitude values and shear
viscosities by using a weighted linear regression tting. The
calculated standard deviations for the shear viscosity simulations were used as weights (1/s2) giving less importance to those
points having large standard deviations in the weighted least
square tting. Furthermore, Sprenger et al.11 calculated the
shear viscosity for a series of ILs using only a single value for the
acceleration amplitude (a0 ¼ 0.03 nm ps2) and obtained good
agreement against experimental values, with a maximum error
of 34%.
In this work the obtained shear viscosities are related
strongly with an acceleration amplitude value of a0 ¼ 0.5 nm
ps2; for example for the [C4mim][OMs] IL, the shear viscosity
evaluated at this amplitude gave a value of 61.26 cP, compared
to the value of 52.81 cP obtained with the weighted regression
adjustment, both results presented a diﬀerence of 16%. With
the exception of the [C4mim][OMs] IL, giving the largest deviation against experimental values, our developed FFs predicted

Table 4 Critical points rc and Tc (g cm3, K) calculated by NVT EMD simulations for [C4mim][NTf2], [C4mim][CF3COO], and [C4mim][Br] ILsa

LI

rc

rc,sim

rc,es

Tc

Tc,sim

Tc,es

[C4mim][NTf2]

0.273

0.250  0.003 (ref. 33)
0.265  0.006 (ref. 34)

0.424 (ref. 36)

1205.4

1216  14 (ref. 33)
1203  4 (ref. 34)

[C4mim][CF3COO]

0.213

N/A

0.356 (ref. 36)

1233.4

N/A

[C4mim][Br]

0.234

N/A

0.376 (ref. 36)

1308.2

N/A

1077 (ref. 43)
1012 (ref. 43)
1269.9 (ref. 36)
1271 (ref. 37)
826.8 (ref. 36)
834.9 (ref. 36)

rc, rc,sim and rc,es refer to calculated values in this work, simulated values (from literature), and theoretically estimated values (from literature),
respectively. Simulated and theoretically estimated values were taken from their corresponding references. Tc, Tc,sim and Tc,es the subindices are the
same as those in density.
a
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shear viscosities in agreement with experimental values presenting errors in the range of 0.5 to 36%. The temperature
dependence was also captured in the simulations for the
[C4mim][PF6] IL at two diﬀerent temperatures, i.e., 300 and 350
K, where the zero shear viscosity decreased by a factor of four.
The following trend is observed for the experimental
viscosities from higher to lower IL viscosity values: [C4mim]
[PF6]  [C4mim][Br] > [C4mim][BF4] > [C4mim][CF3COO] >
[C4mim][NTf2] > [C4mim][OMs] > [C4mim][PF6](350 K); this
same trend was captured using our developed FFs. As indicated
previously, the O3–H1 hydrogen bond formed in the [C4mim]
[CF3COO] corresponds to a coordination number Ncoord, of 1.17
atoms, compared with the BR–H1 hydrogen bond with Ncoord of
1.91 atoms. According to the ndings by Fumino et al.75 we
could expect a smaller viscosity for [C4mim][CF3COO] IL (higher
mobility) compared with [C4mim][Br] IL, due to the existence of
more hydrogen bonds.

Self-diﬀusion coeﬃcients
The self-diﬀusion coeﬃcients were calculated in this work at
350 K by using the Einstein eqn (8). The calculated self-diﬀusion
coeﬃcients and the calculated b(t) factor are shown in Table 6.
From this table it can be observed that the b(t) factor is less than
1 indicating that even aer long simulation times, the system is
still in the sub-diﬀusive regime.
The self-diﬀusion coeﬃcients obtained with our developed
FF underestimate the experimental values by an average of 77%.
Experimental evidence indicates that the cation diﬀuses faster
than the anion, a quality that is captured by our developed FF.
Table 5

The experimental self-diﬀusion coeﬃcients trend, using the
experimental value reported by Seyedlar et al.66 for the [C4mim]
[Br] IL is: [C4mim][NTf2] > [C4mim][CF3COO] to [C4mim][Br];
this same trend was captured by our simulations.
Doherty et al.13 noticed that by scaling the charges by factor
of 0.8, the self-diﬀusion coeﬃcients increased presenting
a better agreement with respect to the experimental values. In
their work, for example, the self-diﬀusion coeﬃcients without
scaling charge, i.e. 1e, for the [C4mim][BF4] IL at 425 K were
7.3  107 and 6.6  107 cm2 s1 for the cation and anion,
respectively; aer scaling the charges, to give a total charge of
0.8e, the self-diﬀusion coeﬃcients increased to 43.1  107
and 42.9  107 cm2 s1, respectively, in agreement with
experimental predictions. Under this premise the original
charges of the ILs studied in this work, were scaled by
employing diﬀerent scaling factors in order to obtain total
charges of 0.8e for the cation and anion in the [C4mim][OMs],
[C4mim][NTf2], [C4mim][CF3COO], and [C4mim][Br] ILs, as
indicated in Tables S1 and S2 in the ESI section.† This scaling
scheme was used only during the self-diﬀusion calculations,
improving the self-diﬀusion coeﬃcients considerably with
respect to the experimental values, as seen in Table 6, reducing
the error from 76% to 36% for this set of ILs. A good agreement
with experimental values was obtained for both the [C4mim]
[CF3COO] and [C4mim][Br] ILs, the latter case is observed when
it is compared with the reported value by Seyedlar et al.66 These
estimations can be considered reliable since the b(t) factor for
each anion in IL is near 1.
For comparison purposes, we have also calculated the selfdiﬀusion coeﬃcient for the [C4mim][Br] IL, using the FF

Shear viscosities h (cP), obtained by NpT NEMD simulations for the ILs studied at 300 Ka

LI

h

hexp

hsim

Dhb (%)

[C4mim][PF6]

163.86

224.74 (ref. 44)
228.81 (ref. 45)
257.36 (ref. 46)
450 (ref. 47)
25.51 (ref. 44)c
27.08 (ref. 48)c
32.33 (ref. 46)c
90.61 (ref. 44)
86.8 (ref. 46)
107.32 (ref. 48)
219 (ref. 47)g
31.25 (ref. 56)h
46.24 (ref. 44)
46.5 (ref. 46)
46.44 (ref. 57)
46.79 (ref. 58)
69 (ref. 47)g
63.2 (ref. 62)
70.02 (ref. 44)
200 (ref. 63)
230 (ref. 63)d
161.05 (ref. 64)d,i
1486.49 (ref. 65)d

264.4 (ref. 13)d

27.09
28.39
36.33
63.59
50.53
41.08
18.33
6.75
2.66
21.27
61.42
68.99
16.07
15.42
15.57
14.7
22.22
7.88
16.85
19.93
30.37
0.57
89.23

38.4c

[C4mim][BF4]

84.49

[C4mim][OMs]
[C4mim][NTf2]

52.81h
53.67

[C4mim][CF3COO]

58.22

[C4mim][Br]

160.14

39 (ref. 29)e
31.3 (ref. 49)f
231.3 (ref. 49)f
97.8 (ref. 13)d
111.2 (ref. 31)d

N/A
537.80 (ref. 59)
45 (ref. 11)g
72.09 (ref. 60)g
49.9 (ref. 13)d
N/A
231.1 (ref. 13)d

h, hexp and hsim refer to calculated values in this work, experimental values (from literature), and simulated values (from literature), respectively.
Experimental and simulated values were taken from their corresponding references. b Dh ¼ (h  hexp)/hexp. c At 350 K. d At 298 K. e At 353 K. f At 360
K. g At 298.15 K. h At 358.15 K. i At 5.74 mol L1 IL concentration in aqueous solution.
a
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Self-diﬀusion coeﬃcients Di (107 cm2 s1), calculated by NVT EMD simulations for the ILs studied at 350 Ka

LI

Di

b(t)

Di,exp

Di,sim

DDib (%)

[C4mim][PF6]

1.68/0.71

0.90/0.87

4.7/3.2 (ref. 29)c

[C4mim][BF4]

3.57/2.26

0.97/0.91

9.7/8.2 (ref. 29)c

[C4mim][OMs]

0.90/0.55d
3.98/3.40d,e
4.6/2.46

0.80/0.84d
0.88/0.94d,e
0.88/0.87

6.17/5.26 (ref. 44)
6.43/5.14 (ref. 45)
10.21/10.20 (ref. 44)
9.69/10.10 (ref. 45)
5.48/4.89 (ref. 56)d
14.06/11.23 (ref. 44)
13.80/11.68 (ref. 45)

4.91/3.35 (ref. 59)
10.9/7.8 (ref. 29)c

8.33/5.32e

0.95/0.86e

3.59/3.03

0.84/0.97

11.18/10.23 (ref. 44)
11.10/9.76 (ref. 45)

19.8/17.2 (ref. 29)c

9.68/8.23e

0.97/0.90e

0.51/0.32

0.82/1

2./N/A (ref. 66)
19.8/N/A (ref. 67)c
9.1/N/A (ref. 68)f

22/21.08 (ref. 68)g

2.20/1.96e

0.87/0.95e

72.77/86.50
73.87/86.19
65.03/77.84
63.16/77.62
83.58/88.75
27.37/30.47e
67.28/78.09
66.67/78.94
40.75/52.63e
39.64/54.45e
69.58/70.38
67.66/68.95
17.97/19.55e
12.79/15.68e
74.50/—
97.42/—
94.40/—
10/—e
88.89/—e
75.82/—e

[C4mim][NTf2]

[C4mim][CF3COO]

[C4mim][Br]

N/A

a
Cation/anion. Di, Di,exp and Di,sim refer to calculated values in this work, experimental values (from literature), and simulated values (from
literature), respectively. Experimental and simulated values were taken from their corresponding references. b DDi ¼ (Di  Di,exp)/Di,exp for
cation/anion. c At 353 K. d At 358.15 K. e Obtained by scaling the atomic partial charges to give 0.8e. The list of charges can be found in Table
S2 of the ESI section. f At 358 K. g At 360 K.

developed by Doherty et al.13 This FF labeled as [C4mim][Br]Doherty, was used at the same simulation conditions
employed in this work. This FF gave values of 1.14  107/1.54
 107 cm2 s1 for the cation/anion diﬀusivities, with an error
around 43%/— when it was compared against the experimental value of Seyedlar et al.66
Doherty et al.13 showed that some calculated thermodynamic
properties are insensitive to the charge scaling scheme, such as:
densities, RDFs, SDFs, heat capacities at constant pressure, and
viscosities. For example, our calculated densities for [C4mim][OMs],
[C4mim][NTf2], [C4mim][CF3COO] and [C4mim][Br] IL change from
1.132, 1.425, 1.161, and 1.232 g cm3 (with original charges) to
1.110, 1.407, 1.145, and 1.211 g cm3 (with scaled charges) at the
same operating conditions displayed in Table 6, respectively.

Thermal conductivities
The thermal conductivities for the ILs studied in this work were
calculated with the aid of eqn (10) and (11) at 300 K. The
calculated values are presented in Table 7. Fig. S4a in the ESI
section† shows the thermal conductivity for [C4mim][Br] and its
uctuations during the 1 ns production step within the NVE
ensemble, plotted every 1 ps, along with a time averaged value.
The symmetric temperature prole in the z-direction is displayed in Fig. S4b.† As observed, the average temperature
increased during this production step by 40 K, however, it has
been reported in the literature that the thermal conductivities
for ILs within the temperature range of 294 to 353 K, present
a weak temperature dependence.50,51,54,55,59,61 The calculated

Table 7 Thermal conductivities l (W m1 K1), calculated by NVE RNEMD simulations for the ILs studied at 300 Ka

LI

l

lexp

lsim

les

Dlb (%)

[C4mim][PF6]

0.108  0.004

N/A

0.147 (ref. 53)

[C4mim][BF4]

0.138  0.006

N/A

0.167 (ref. 53)

[C4mim][OMs]
[C4mim][NTf2]

0.161  0.007
0.108  0.003

N/A
0.107 (ref. 59)

0.171 (ref. 53)
0.123 (ref. 53)

[C4mim][CF3COO]
[C4mim][Br]

0.132  0.006
0.115  0.004

0.145 (ref. 50)
0.145 (ref. 51)
0.173 (ref. 52)
0.169 (ref. 54)
0.186 (ref. 55)
0.190 (ref. 52)
N/A
0.126 (ref. 59)c
0.127 (ref. 61)
N/A
N/A

N/A
N/A

0.166 (ref. 53)
0.159 (ref. 53)

25.52
25.52
37.57
18.34
25.81
27.37
—
14.29
14.96
—
—

l, lexp, lsim and les refer to calculated values in this work, experimental values (from literature), simulated values (from literature), and
theoretically estimated values (from literature), respectively. Experimental and simulated values were taken from their corresponding
references. b Dl ¼ (l  lexp)/lexp. c 298.15 K.
a
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Table 8 Prandt number Pr, calculated for the ILs studied at 300 Ka

LI

Pr

[C4mim][PF6]
[C4mim][BF4]
[C4mim][NTf2]
[C4mim][CF3COO]
[C4mim][Br]

2222.87
1117.68
769.39
871.78
2158.48

a

The heat capacities at constant pressure were taken from previous
works within the research group ref. 24 and 41.

thermal conductivity value for the [C4mim][Br] IL was 0.115 W
m1 K1, and to the best of our knowledge there are no experimental values reported in the literature for comparison, only
an estimated value could be obtained from the literature that
diﬀers around 28%.53
The values of the thermal conductivities in this work
underestimated the experimental values from 14% to 37%.
Nevertheless these calculations captured the experimentally
available trend, with low thermal conductivities values for the
[C4mim][PF6] and [C4mim][NTf2] ILs. The [C4mim][OMs] IL
presents the highest thermal conductivity with a value of 0.161
 0.007 W m1 K1, in agreement with an estimated value obtained with the methodology proposed by Chen et al.53 The
thermal conductivity value for the [C4mim][NTf2]IL is in agreement with the simulated value obtained by Liu and Maginn.59 In
the case of the [C4mim][CF3COO] IL a value of 0.132 W m1 K1
was obtained for the thermal conductivity, diﬀering by 20%
with respect to the value estimated using the methodology by
Chen et al.53
The exhibiting trend for the calculated thermal conductivities in this work is as follows: [C4mim][OMs] > [C4mim][BF4] 
[C4mim][CF3COO] > [C4mim][Br] > [C4mim][PF6]  [C4mim]
[NTf2], this trend agrees with the values obtained with the
methodology proposed by Chen et al., presented in Table 6.
Additionally Tenney et al.81 calculated the thermal conductivities for a series of ILs, including [C2mim][OMs] and [C2mim]
[CF3COO] by using RNEMD simulations with both scaled and
non-scaled atomic partial charges. They found that the nonscaled versions of the FF overestimated the experimental
values of the thermal conductivities, with values of 0.28 and
0.22 W m1 K1 for the [C2mim][OMs] and [C2mim][CF3COO]
IL, respectively.
In order to consider ILs for thermal uid applications,55 it is
necessary to understand how the energy is transferred in its


hCp
bulk. Therefore Prandt numbers Pr
, were calculated for
l
these ILs studied at 300 K, as indicated in Table 8, using
previously calculated values for the heat capacity at constant
pressure.24,41 The calculated Pr for these ILs are much larger
than 1, indicating that the heat transfer mechanism is dominated by convective forces, in similitude with engine oils.81,117

Conclusions
Thermodynamic, structural and dynamics properties for the
[C4mim][CF3COO] and [C4mim][Br] ILs such as: VLE, critical

13692 | RSC Adv., 2019, 9, 13677–13695

points, RDF, SDF, CDF, NCI index analysis, zero shear viscosities, self-diﬀusion coeﬃcients, and thermal conductivities were
calculated in this work by using equilibrium and nonequilibrium MD simulations. These properties were calculated
using our previously developed FF focused on condensed phase
applications for ILs, such as extracting solvents for toxic
substances, solvents for capturing greenhouse gases, as catalysts, or as solvents used for reaction media.
Structural information was obtained by using RDF, SDF,
CDF, coordination number, and NCI interaction index, evaluating not only the ion–ion interactions but also the hydrogen
bonding present in the [C4mim][CF3COO] and [C4mim][Br] ILs.
It was found that hydrogen bonds in both IL are formed through
interactions mainly with H1 and H2,3 from the imidazolium
ring. The hydrogen coordination number for the oxygen atoms
in the [C4mim][CF3COO] IL indicate a one-to-one relationship,
in contrast with a hydrogen coordination number of two atoms
(H1 and H2,3) surrounding the bromide anion in the [C4mim]
[Br] IL. The NCI analysis revealed that in spite of [C4mim][Br] IL
presenting a larger number of hydrogen bond interactions,
these interactions have similar strength compared to those
found in the [C4mim][CF3COO] IL.
The CDF distributions allowed the monitoring of the
hydrogen bonds between the atoms within the anions and the
acidic hydrogen from the imidazolium ring, indicating a single
preferred region with angles for these interactions of 90–150
and distances from 2–3 Å for the [C4mim][CF3COO] IL; in the
case of [C4mim][Br] the CDF showed for these same interactions
two preferred regions, the rst region is located at angles of 90–
150 with distances from 2–3 Å and the second region is located
at angles 30–45 and distances from 6–7 Å. On the other hand,
the CDF for the geometric center of ring for the cation presented
the same behavior in both the [C4mim][CF3COO] and [C4mim]
[Br] IL.
The calculated critical points presented good agreement in
comparison with simulations from other research groups. The
[C4mim][Br] IL, possess a higher critical temperature with
respect to the [C4mim][NTf2] and [C4mim][CF3COO] ILs.
Zero shear viscosities were calculated for the following ve
ILs at 300 K: [C4mim][PF6], [C4mim][BF4], [C4mim][NTf2],
[C4mim][CF3COO], and [C4mim][Br], at 358.15 K for the
[C4mim][OMs] IL, and at 350 K for the [C4mim][PF6] IL. The
calculated viscosities presented, in general, good agreement
against experimental values. Also our developed FFs were
capable of capturing the temperature dependence of the
viscosity for the [C4mim][PF6] IL at 300 K and 350 K, with
viscosity values decreasing by a factor of four.
The self-diﬀusion coeﬃcients for the ILs studied were
calculated at 350 K, without applying a scaling factor for the
atomic charges, these diﬀusivities under-estimated the experimental values within an average of 77%. Aer scaling the
individual atomic charges into a total of 0.8e charge for the
anion and the cation, the error against the experimental diﬀusivity values was reduced from 77% till 37% for the [C4mim]
[NTf2], [C4mim][CF3COO], and [C4mim][Br] ILs.
The experimental thermal conductivities for some of the ILs
studied in this work are scarcely available in the literature,
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nevertheless the calculated thermal conductivities values from
our simulations presented a reliable agreement with the
experimental values available. We also calculated the Prandt
number for the studied ILs in this work and we found the heat
transfer mechanism in ILs is dominated by convective forces, in
similitude with engine oils. The calculated Prandt number for
ILs ranged from 770 to 2223.
Experimental evidence was recovered for most of the calculated properties and some new predictions were done where
data is not available. The results obtained in this work, expand
the possible applications for the ILs studied, as heat transfer
uids, green solvents for the extraction of contaminated and
toxic substances, solvents as reaction media, condensed phase
applications with high importance in the pharmaceutical,
chemical and petrochemical industries, where the accuracy of
the FF is very important.
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Mol. Liq., 2017, 244, 422–432.
T. I. Morrow and E. J. Maginn, J. Phys. Chem. B, 2002, 106,
12807–12813.
Z. Liu, S. Huang and W. Wang, J. Phys. Chem. B, 2004, 108,
12978–12989.
S. Tsuzuki, W. Shinoda, H. Saito, M. Mikami, H. Tokuda
and M. Watanabe, J. Phys. Chem. B, 2009, 113, 10641–10649.
S. V. Sambasivarao and O. Avecedo, J. Chem. Theory
Comput., 2009, 5, 1038–1050.
X. Zhong, Z. Liu and D. Cao, J. Phys. Chem. B, 2011, 115,
10027–10040.
S. M. Urahata and M. C. C. Ribeiro, J. Chem. Phys., 2004,
120, 1855–1863.
Z. Liu, X. Wu and W. Wang, Phys. Chem. Chem. Phys., 2006,
8, 1096–1104.
N. Rai and E. J. Maginn, J. Phys. Chem. Lett., 2011, 2, 1439–
1443.
K. S. Rane and J. R. Errington, J. Phys. Chem. B, 2014, 118,
8734–8743.
N. Rai and E. J. Maginn, Faraday Discuss., 2012, 154, 53–69.
J. O. Valderrama and R. E. Rojas, Ind. Eng. Chem. Res., 2009,
48, 6890–6900.
RSC Adv., 2019, 9, 13677–13695 | 13693

View Article Online

Open Access Article. Published on 03 May 2019. Downloaded on 9/16/2019 8:52:40 AM.
This article is licensed under a Creative Commons Attribution-NonCommercial 3.0 Unported Licence.

RSC Advances

36 J. O. Valderrama and P. A. Robles, Ind. Eng. Chem. Res.,
2007, 46, 1338–1344.
37 D.-W. Fang, F. Zhang, R. Jia, W.-J. Shan, L.-X. Xia and
J.-Z. Yang, RSC Adv., 2017, 7, 11616–11625.
38 V. H. Jadhav, H.-J. Jeong, S. T. Lim, M.-H. Sohn and
D. W. Kim, Org. Lett., 2011, 13, 2502–2505.
39 J. R. Pliego Jr, J. Mol. Liq., 2017, 237, 157–163.
40 F. D'Anna, S. La Marca and R. Noto, J. Org. Chem., 2008, 73,
3397–3403.
41 A. D. Miranda, M. Gallo, J. M. Domı́nguez, J. SánchezBadillo and R. Martı́nez-Palou, J. Mol. Liq., 2019, 779–793.
42 V. C. Weiss, J. Mol. Liq., 2015, 209, 745–752.
43 L. P. N. Rebelo, J. N. Canongia Lopes, J. M. S. S. Esperanza
and E. Filipe, J. Phys. Chem. B, 2005, 109, 6040–6043.
44 H. Tokuda, S. Tsuzuki, M. A. B. H. Susan, K. Hayamizu and
M. Watanabe, J. Phys. Chem. B, 2006, 110, 19593–19600.
45 H. Tokuda, K. Hayamizu, K. Ishii, M. A. B. H. Susan and
M. Watanabe, J. Phys. Chem. B, 2004, 108, 16593–16600.
46 J. Jacquemin, P. Husson, A. A. H. Padua and V. Majer, Green
Chem., 2006, 8, 172–180.
47 J. G. Huddleston, A. E. Visser, W. M. Reichert,
H. D. Willauer, G. A. Broker and R. D. Rogers, Green
Chem., 2001, 3, 156–164.
48 W. Li, Z. Zhang, B. Han, S. Hu, Y. Xie and G. Yang, J. Phys.
Chem. B, 2007, 111, 6452–6456.
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